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1.  Introduction 
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5.  Mechanical properties 
 

Table 3  Mechanical Properties of NKC286S 

Temper 
Tensile strength 

(MPa) 

0.2% yield strength 

(MPa) 

Elongation 

(%) 
Hv 

1/2H 
800 

(730-870) 

765 

(695-835) 

7 

(min.3) 

250 

(215-285) 

H 
880 

(800-940) 

845 

(775-915) 

2 

(min.1) 

285 

(250-320) 

 

 

6.  Bend formability 
  The W-shaped bending test was performed to evaluate bend formability of NKC286S
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Figure 1  Surface appearances and cross sections of W-shaped bending test specimens. 

Temper = 1/2H, Thickness = 0.18mm, R/t = 0, Width = 10mm 

 

 

 U-shaped bending test W-shaped bending test after notching 
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Figure 2  Surface appearances and cross sections of bending test specimens. 

Temper = 1/2H, Thickness = 0.18mm, Width = 10mm, 

Bending direction = GW, Noching depth = 90μm 

100μm 100μm 
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7.  Stress relaxation resistance 
 Stress relaxation resistance is highly important for maintaining the contact force for long 

period of time or at elevated temperatures. Figure3 exhibits the stress relaxation 

resistance of NKC286S. It is noted that NKC286 maintains about 85% of the initial applied 

stress after 1000h at 150℃.  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 3  Stress relaxation of connector alloys at 150℃. 
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8.  Stress 
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Figure 6  Stress-Strain curves for NKC286S-1/2H and NKC286-1/2H in the 

(a)longitudinal and (b)transverse directions. 
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